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HURLDO Factory Inspection Report NO: FM—Q-008-A/1
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Batch No. 250807075 Specification 820mm x  45um
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Test Standard QB/HL~C01-2013
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Test Items Unit Standard Test Result | Justification Test method
iz{$§%ﬂ§ - i MPa =21 28.1 PASS GB/T 1040.3
Tensile strength - MD
iz1$§%ﬂ§ - Bt MPa =19 26.7 PASS GB/T 1040.3
Tensile strength - TD
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W hRFR IR — 1 % =200 617 PASS GB/T 1040.3
Nominal strain at break — MD
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Wi bRFRRIAE — BRI % =600 720 PASS GB/T 1040.3
Nominal strain at break — TD
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E§%§§%§& s / =0.2, <0.6 0. 289 PASS GB/T 10006
Coefficients of friction — us
B - ZhA
gﬁﬁ& B o / =0.2,<0.6 0. 267 PASS GB/T 10006
Coefficients of friction - ud
N N=| —
RSk y - AbHRTH , aN/m =38 38 PASS GB/T 14216
Wetting tension — Processing surfacd
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JEREVEIE - /M % -10 -7 PASS GB/T 6672
Thickness — min
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JEREVETE - KA % +10 +7 PASS GB/T 6672
Thickness — max
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ﬁ@%ﬁﬁ%ﬁz . C / 112 PASS Pression 0.3MPa Time 1S
Initial sealing temperature
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@E(E mm 0-+3 822 PASS GB/T 6673
Width
il
S / GB/T 4456 PASS PASS GB/T 4456
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Analysis Conclusion Pass the test
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